m Final Product/Process Change Notification
O n S e ‘ Document #:FPCN23597ZC

Issue Date:25 Nov 2021

Conversion of select onsemi, Czech Republic (Roznov) wafer fab technologies from 150mm to

Title of Change: 200mm wafer diameter.

Proposed Changed Material First Ship 30 May 2022 or earlier if approved by customer

Date:

Current Material Last Order Date: N/A
Orders received after the Current Material Last Order Date expiration are to be considered as
orders for new changed material as described in this PCN. Orders for current (unchanged)
material after this date will be per mutual agreement and current material inventory
availability.

Current Material Last Delivery Date: N/A
The Current Material Last Delivery Date may be subject to change based on build and depletion
of the current (unchanged) material inventory

Product Category: Active components — Integrated circuits

Contact information: Contact your local onsemi Sales Office or Jan.Gryzbon@onsemi.com

Contact your local onsemi Sales Office to place sample order or <PCN.samples@onsemi.com>.
Sample requests are to be submitted no later than 45 days after publication of this change
PCN Samples Contact: notification.

Samples delivery timing will be subject to request date, sample quantity and special customer
packing/label requirements.

Sample Availability Date: 20 Dec 2021
PPAP Availability Date: 20 Dec 2021
Additional Reliability Data: Contact your local onsemi Sales Office or Tomas.Vajter@onsemi.com

This is a Final Product/Process Change Notification (FPCN) sent to customers. The change will
be implemented at ‘Proposed Change Material First Ship Date’ in compliance to J-STD-46 or
ZVEI, or earlier upon customer approval, or per our signed agreements.

onsemi will consider this proposed change and it’s conditions acceptable, unless an inquiry is
made in writing within 45 days of delivery of this notice. To do so, contact
PCN.Support@onsemi.com.

Type of Notification:

Change Category
Category Type of Change
Process - Wafer Production New wafer diameter

Description and Purpose:

The purpose of this FPCN is to announce the conversion of smaller wafer size to larger wafer size at the onsemi, Czech Republic (Roznov) wafer fab
to increase fab productivity.

A full electrical characterization over the temperature range has been performed on each product to ensure the device functionality remain
unchanged and electrical performance within specification.

Qualification tests are also performed on the transferred devices to ensure the reliability of these devices remain unchanged.

Before Change

Increase wafer fab productivity by converting smaller wafer size to larger wafer size.
Wafer size: 150mm

Location: onsemi, Czech Republic (Roznov) wafer fab

After Change

Increase wafer fab productivity by converting smaller wafer size to larger wafer size.
Wafer size: 200mm

Location: onsemi, Czech Republic (Roznov) wafer fab

TEMO001794 Rev. F Page 1 of 4



onsemi

Final Product/Process Change Notification

Document #:FPCN23597ZC

Issue Date:25 Nov 2021

Reason / Motivation for Change:

Process/Materials Change

Anticipated impact on fit, form,
function, reliability, product
safety or manufacturability:

No anticipated impacts.

The device has been qualified and validated based on the same Product Specification. The device has
successfully passed the qualification tests. Potential impacts can be identified, but due to testing
performed by onsemi in relation to the PCN, associated risks are verified and excluded.

Sites Affected:

onsemi Sites

External Foundry/Subcon Sites

onsemi Roznov, Czech Republic

None

Change:

Marking of Parts/ Traceability of

The affected products will be identified with date code

Reliability Data Summary:

QV DEVICE NAME : NCV33074ADR2G

RMS# 69241
PACKAGE: SOIC14
Test Specification Condition Interval Results
HTOL JA108 Ta=125°C, Test @ R, H, C 2016 hrs 0/240
JA112
PC SMD only, Test @ 0 & EP 0/231
JA113
SAT Test pre- and post- PC pass
ELFR JAO18 TA=125°Cfor 48 hrs; Test @ R, H 48hrs 0/2400
TC JA104 Test @R, H 1000cyc 0/270
BS AEC-Q100-001 30 bonds from 5units; after TC500/1000cyc pass
M883
BPS 3gm Pull Force Min; after TC500/1000cyc pass
Method 2011
ESD HBM AEC-Q100-002 c=0,Test @R, H 2kV 0/3
ESD CDM AEC-Q100-011 c=0,Test @R, H 1kv 0/3
Cpk >1.67 Pass
ED ON Data Sheet Test @R, H, C Cpk>1.67 (3 wafer lots)
LU+>100mA
LU AEC-Q100-004 Test @ EP; Test & Stress @ R, H 0/6
LU->100mA

To view attachments:
1. Download pdf copy of the PCN to your computer
2. Open the downloaded pdf copy of the PCN

3. Click on the paper clip icon available on the menu provided in the left/bottom portion of the screen to reveal the Attachment field
4. Then click on the attached file.

NOTE: AEC-1pager is attached.
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onsemi

Final Product/Process Change Notification

Document #:FPCN23597ZC

Issue Date:25 Nov 2021

QV DEVICE NAME : NCV317BD2TR4G

RMS# 67729
PACKAGE: D2PAK
Test Specification Condition Interval Results
HTOL JA108 Ta=125°C 2016 hrs 0/240
JA112
PC IA113 SMD only, Test @ 0 & EP 0/372
SAT Test pre- and post- PC pass
ELFR JAO018 TA =125°C for 48 hrs 48hrs 0/2400
TC JA104 Test @ R 500cyc 0/276
BS AEC-Q100-001 Cpk 1.33, 30 bonds from 5Sunits pass
M883 .
BPS Method 2011 3gm Pull Force Min After TC pass
ESD HBM AEC-Q100-002 c=0,Test @R 2kV 0/3
ESD MM AEC-Q100-003 c=0,Test @R 200V 0/3
ESD CDM AEC-Q100-011 c=0,Test @R 1kv 0/3
Cpk >1.67
ED ON Data Sheet Test @R, H, C Cpk>1.67 pass
LU+>100mA
LU AEC-Q100-004 Test @ EP; Test & Stress @ R LU->100mA 0/6
QV DEVICE NAME : NCV1413BDR2G
RMS# 68977
PACKAGE: SOIC16
Test Specification Condition Interval Results
HTOL JA108 Ta= 125°C 2016 hrs 0/240
JA112
PC IALL3 SMD only, Test @ 0 & EP 0/372
SAT Test pre- and post- PC pass
ELFR JAO18 TA =125°C for 48 hrs 48hrs 0/2400
TC JA104 Test @ R 1000cyc 0/270
BS AEC-Q100-001 Cpk 1.33, 30 bonds from 5Sunits pass
M883 .
BPS Method 2011 3gm Pull Force Min After TC pass
ESD HBM AEC-Q100-002 c=0,Test @R 2kV 0/3
ESD CDM AEC-Q100-011 c=0,Test @R 1.5kV 0/3
Cpk>1.67
ED ON Data Sheet Test @R, H, C Cpk>1.67 pass
LU+>100mA
LU AEC-Q100-004 Test @ EP; Test & Stress @ R LU->100mA 0/6

Electrical Characteristics Summary:

Electrical characteristics are not impacted. All Data Sheet specifications remain the same.

List of Affected Parts:

Note: Only the standard (off the shelf) part numbers are listed in the parts list. Any custom parts affected by this PCN are shown in the customer
specific PCN addendum in the PCN email notification, or on the PCN Customized Portal.

Current Part Number

New Part Number

Qualification Vehicle

NCV317BTG

NA

NCV317BD2TR4G
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https://www.onsemi.com/PowerSolutions/pcn.do

m Final Product/Process Change Notification
O n S e ‘ Document #:FPCN23597ZC

Issue Date:25 Nov 2021

NCV1413BDR2G NA NCV1413BDR2G
NCV317MBSTT3G NA NCV317BD2TR4G
NCV2903DR2G NA NCV33074ADR2G
NCV2903DMR2G NA NCV33074ADR2G
NCV2901DTBR2G NA NCV33074ADR2G
NCV2901DR2G NA NCV33074ADR2G
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Appendix A: Changed Products

PCN#: FPCN23597ZC
Issue Date: Nov 24, 2021

Product Customer Part Number Qualification Vehicle New Part Number Replacement Supplier
NCV317BTG NCV317BD2TR4G NA
NCV1413BDR2G NCV1413BDR2G NA
NCV317MBSTT3G NCV317BD2TR4G NA
NCV2903DR2G NCV33074ADR2G NA
NCV2903DMR2G NCV33074ADR2G NA
NCV2901DR2G NCV33074ADR2G NA
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Page 1 of 1 AEC Q100 IC Device Semiconductor Component Qualification Summary AEC Q100 Rev H 9/2014
Supplier: ON Semiconductor Customer PN:
Supplier PN: NCV1413BDR2G General Specification:
High Voltage, High Current
Product Description: Darlington Transistor Arrays AEC Grade: Grade 1 (-40°C to +125°C) Ons el I “
Supplier Fab info: CZ4, Bipolar Reliability Qualification Date: 2021 )
OSPI Philippines, SOIC16 COPPER PB
Assy info: FREE H Family Type:
Reason for Qual: 6" to 8" wafer size transfer 068977
Resuns
Test # Test Conditions Reference Comments # Lots S.S. Fail/Total Comments/ Test Results
Test Group A- Accelerated Environment Stress Tests
Performed on surface mount devices prior 1
PC Al Preconditioning: (Test @Rm) SMD only; Moist. Precond. |JESD22 A113 J-STD-020 ' THB/HAST, AC/UHAST & TC 3 77 MSL= 1 @ 260 °C
Temp Hum Bias: (Test °C785% RH for
THB A2 1000hrs. JESD22 A101 3 77 covered by HAST
Highly Accelerated Stress Test: (Test @R/H)
HAST [ A2  [130°C/85% RH , ~18.8 psig ., for 96hrs. JESD22 A110 NCVI1413BDR2G (038983) 3 80 0/240 |Pass
Autoclave: (Test @R) 121°CTT100% RH/ ~15 PSIG for
AC A3 [g6hrs JESD22 A102 NCVI413BDR2G (038983) 3 80 0/240 |Pass
Unbiased Highly Accelerated Stress Test: (Test @R/H)
UHAST| A3 130°C/85% RH, ~ 18.8 psig, no bias for 96hrs. & 192hrs.|JESD22 A118 3 80 covered by AC
Temp Cycle: (Test @H) -65°C 10+150°C; for 1000
TC A4 |oycles JESD22 A104 NCV1413BDR2G (068977) 3 80 0/240 |Pass
Power Temp Cycle: (Test @H) -40°C t0+125°C; for
PTC A5 |1000 cycles JESD22 A105 1 45 waived (power dissipation below 1W)
High Tem| re Life (Te R/H) TA= 150°C for
HTSL| A6 1000 memasoiame o AR IO e atoa NCVI413BDR2G (038583) 3 80 0240 |Pass
Test Group B- A LifeTime Si ion Tests
High Temp Op Life: (Test @ R/H/C) TA=85°C for 1008
e T e JESD22 A108 NCVI4I3BDRIG (068977) 3 80 0/240  |Pass, Vin= 44V
ELFR | B2  |Early Life Fail Raite: (Test @R/H) TA= 125°C for 48hrs |AEC-Q100-008 NCV1413BDR2G (068977) 3 800 0/2400 |Pass, Vin- 44V
NVM Endurance, Data Retention, and Operational Life:
EDR B3 (Test @R/H) AEC Q100-005 For Nonvolatile Memory Devices only 3 77
[Test Group C- Package A integrity Test

WBS | C1 |Wire Bond Shear Test: Cpk >1.67 AEC-Q100-001 NCVI1413BDR2G (068977) 30 bonds | 5 parts 0/30 |Cpk>1.67

WBP C2  |Wire Bond Pull: Cpk>1.67 Mil-Std-883 Meth 2011 NCV1413BDR2G (068977) 30 bonds | 5 parts 0/30 |Cpk>1.67
SD C3__[Solderability J-STD-0020r JESD22 B102 Tn-fine data per control plan 2 5 0730 _|Pass
PD C4 Physical Dimension: Critical Cpk>1.67 JESD22 B100,B108 In-line data per control plan 30 bonds | 5 parts 0/5 Cpk>1.67

SBS C5  [Solder Ball Shear: 2X IR 220C AEC-Q100-010 For Solder Ball Devices only - - -

LI C6 Lead Integrity, Through-hole only JESD22 B105 For Through Hole Devices only - -- --
Test Group D- Die Fab Reliability Tests
EM D1 Electromigration JPO0T Reporting per JP-001 - - - NA

TDDB D2 |Time Dependent Dielectric Breakdown JP00T Reporting per JP-001 - NA
HCI D3 Hot Carrier Injection JP0O1 Reporting per JP-001 - - -- NA

NBTI D4 [Negative Bias Temperature Instability JP0OT Reporting per JP-001 - - - [NA
SM D5 Stress Migration JPOO1 Reporting per JP-001 - - - NA

Test Group E- Electrical Verification
TEST E1 Pre and Post Stress Electrical Test User/Supplier Spec All All
Electrostatic Dischange, Human Body Model/ Machine 3/Vlevel
HBM E2 Modglz (Test @R, H); AEC-Q100-002 NCVI413BDR2G 1 model >>>  |HBM passed 2.0kV
Electrostatic Dischange, Charge Device Model: (Test @

CDM E3 R/H) AEC-Q100-011 NCVI413BDR2G 1 3 >>> |CDM passed 1.5kV
(1) E4 Latch-up: (Test @R, H) AEC-Q100-004 NCV1413BDR2G 1 6 >>> +/-100 mA, LU Class Il per EIAJJESD-78 LATCH-UP
ED E5 Elect. Distribution: (Test @ C/ R/ H) AEC-Q100-009 NCV1413BDR2G 3 30 >>> Cpk>1.67
FG E6 Fault Grading AEC-Q100-007 - - >>> note

CHAR E7 Cl izati AEC Q003 - >>> note

EMC E9 El tic G SAE J1752/3 - - - waived
SC E10 Short Circuit Characterization AEC-Q100-012 1 1 >>> none

SER E11 Soft Error Rate JESD89 For Smart Power Devices only - - -

LF E12 Lead (Pb) Frree AEC A005 For Memory Devices w>1Mbit only -- -- --
Test Group F-Defect Screening Tests
PAT F1 Process Average Testing AEC Q001 Al Al >>> note
SBA F2 Statistical Bin/Yield Analysis AEC Q002 All All >>> note
Test Group G- Cavity Package Integrity Tests

TEST User/Supplier Spec
MS G1 Mechanical Shock JESD22 B104 For Ceramic Package Devices only 1 15 NA
VFV G2 Variable Frequency Vibration JESD22 B103 For Ceramic Package Devices only 1 15 NA
CA G3 Constant Acceleration MIL 883 Method 2001 For Ceramic Package Devices only 1 15 NA
GFL G4 Gross/Fine Leak MIL 883 Method 1014 For Ceramic Package Devices only T 15 NA

DROP GS Package Drop For Ceramic Package Devices only 1 5 NA
LT G6 Lid Torque MIL 883 Method 2024 For Ceramic Package Devices only 1 5 NA
DS G7 Die Shear MIL 883 Method 2019 For Ceramic Package Devices only 1 5 NA
WV G8 Internal Water Vapor MIL 883 Method 1018 For Ceramic Package Devices only T 3 NA

NOTES:
PTC A5 ON Semi does not rely on this test. PTC does not accelerate any exclusive failure mechanisms in analog IC products that can not be also accelerated by TC, SC, temp-dynamic HTOL.

E6,E7, F1, f Defect Screening Test methodologies are constantly evolving under the Continuous Improvement initiatives. Testing and Characterization can include, but may not be limited to the AEC cited methodologies







Page 1 of 1 AEC Q100 IC Device Semiconductor Component Qualification Summary AEC Q100 Rev H 9/2014
Supplier: ON Semiconductor Customer PN: 3
Supplier PN: NCV317 family General Specification: .
ee 1.5 A Adjustable Output, Positive P ON Semiconductor®
Product Description: Voltage Regulator AEC Grade: Grade 1 (-40°C to +125°C)
Supplier Fab info: CZ4, Bipolar Reliability Qualification Date: 2021
ON Seremban (Malaysia), D2PAK
Supplier Assy info: 3 SGL GAGE PBF Family Type:
Reason for Qual: 6" to 8" wafer size transfer S67729
Results
Test # Test Conditions Reference Comments # Lots S.S. Fail/Total Comments/ Test Results
Test Group A- Accelerated Environment Stress Tests
Performed on surface mount devices prior 1o
PC Al Preconditioning: (Test @Rm) SMD only; Moist. Precond. [JESD22 A113 J-STD-020 THB/HAST, AC/UHAST & TC 3 77 MSL= 1 @ 260 °C
Temp um Bias: (Test o or
THB A2 [1000hrs. JESD22 A101 3 77 covered by HAST
Highly Accelerated Stress Test: (Test @R/H)
HAST A2 130°C/85% RH , ~18.8 psig , for 96hrs. JESD22 A110 3 80 0/240 (Pass
Autoclave: (Test @R) 121°C/100% RH/ ~15 PSIG for
AC A3 96hrs JESD22 A102 3 80 0/240 |Pass
Unbiased Highly Accelerated Stress Test: (Test @R/H)
UHAST| A3 130°C/85% RH, ~ 18.8 psig, no bias for 96hrs. & 192hrs.|JESD22 A118 3 80 covered by AC
Temp Cydle: (Test @H) -65°C to+150°C; for 1000
TC A4 |cycles JESD22 A104 NCV3ITBD2TRAG 3 80 0/240 _|Pass
Power Temp Cycle: (Test @H) -40°C to+125°C; for
PTC A5 1000 cycles JESD22 A105 1 45 waived (power dissipation below 1W)
High Temp Storage Life (Test @R/H) TA= 150°C for
HTSL A6 1000 hrs and 2016hrs. JESD22 A103 2 80 0/160 (Pass
Test Group B- A d LifeTime Si Tests
High Temp Op Life: (Test @ R/H/C) TA=125°C for 1008 TRAG
HroL| Bt weasoiome ) JESD22 A108 NCVIITBD2TRAG 3 80 0/240 _|vin=40v
ELFR| B2 |Early Life Fail Raite: (Test @R/H) TA= 125°C for 48hrs |AEC-Q100-008 NCV3I7BD2TRAG 3 800 0/2400 |Pass
NVM Endurance, Data Retention, and Operational Life:
EDR B3 (Test @R/H) IAEC Q100-005 For Nonvolatile Memory Devices only 3 77
ITest Group C- Package Assembly integrity Test
WBS | C1 |Wire Bond Shear Test: Cpk >1.67 AEC-Q100-001 NCV3I7BD2TR4G 30 bonds | 5 parts 0/30  |Cpk>1.67
WBP C2  |Wire Bond Pull: Cpk>1.67 Mil-Std-883 Meth 2011 NCV317BD2TR4G 30 bonds | 5 parts 0/30 |Cpk>1.67
SD C3 [Solderability J-STD-0020r JESD22 B102 In-line data per control plan 2 15 0/30 Pass
PD C4  [Physical Dimension: Critical Cpk>1.67 [JESD22 B100,B108 In-line data per control plan 30 bonds | 5 parts 0/5 Cpk>1.67
SBS C5 Solder Ball Shear: 2X IR 220C AEC-Q100-010 For Solder Ball Devices only -- -- --
LI C6 Lead Integrity, Through-hole only JESD22 B105 For Through Hole Devices only -- -- --
Test Group D- Die Fab F Tests
EM DT Electromigration JPOO1 Reporting per JP-001 - - - Pass
TDDB D2 |Time Dependent Dielectric Breakdown JPOO1 Reporting per JP-001 -- -- -- Pass
HCI D3 Hot Carrier Injection JPOO1 Reporting per JP-001 - - - Pass
NBTI D4 [Negative Bias Temperature Instability JP0O1 Reporting per JP-001 - - - Pass
SM D5 Stress Migration JPOO1 Reporting per JP-001 - - - Pass
Test Group E- Electrical Verification
TEST S Pre and Post Stress Electrical Test User/Supplier Spec All All
Electrostatic Dischange, Human Body Model/ Machine 3/V level HBM passed 2kV
HBM E2 Model: (Test @ R) AEC-Q100-002 2 model >>>
Electrostatic Dischange, Charge Device Model: (Test @ CDM passed 1kV
CDM E3 R/H) AEC-Q100-011 1 3 >>>
LU E4 Latch-up: (Test @R) AEC-Q100-004 1 6 >>> +/- 100 mA, LU Class I per EIA/JJESD-78 LATCH-UP
ED E5 Elect. Distribution: (Test @ C/ R/ H) AEC-Q100-009 3 30 >>> Cpk>1.67
FG E6 Fault Grading [AEC-Q100-007 - - >>> note
CHAR E7 Characterization AEC Q003 -- - >>> note
EMC E9 Cy SAE J1752/3 - - - waived
SC E10 Short Circuit Characterization AEC-Q100-012 1 1 >>> none
SER E11 Soft Error Rate JESD89 For Smart Power Devices only - . -
LF E12 Lead (Pb) Frree [AEC_A005 For Memory Devices w>1Mbit only = = =
Test Group F-Defect Screening Tests
PAT F1 Process Average Testing AEC Q001 All All >>> note
SBA F2 Statistical Bin/Yield Analysis AEC Q002 All All >>> note
Test Group G- Cavity Package Integrity Tests
TEST User/Supplier Spec
MS G1 Mechanical Shock JESD22 B104 For Ceramic Package Devices only 1 15 NA
VFV G2 Variable Frequency Vibration JESD22 B103 For Ceramic Package Devices only 1 15 NA
CA G3 Constant ion MIL 883 Method 2001 For Ceramic Package Devices only 1 15 NA
GFC G4 Gross/Fine Leak MIL 883 Method 1014 For Ceramic Package Devices only i 15 NA
DROP GS Package Drop For Ceramic Package Devices only 1 5 NA
LT G6 Lid Torque MIL 883 Method 2024 For Ceramic Package Devices only 1 5 NA
DS G7 Die Shear MIL 883 Method 2019 For Ceramic Package Devices only 1 5 NA
WV G8 Internal Water Vapor MIL 883 Method 1018 For Ceramic Package Devices only i 3 NA
NOTES:
PTC A5 ON Semi does not rely on this test. PTC does not accelerate any exclusive failure mechanisms in analog IC products that can not be also accelerated by TC, SC, temp-dynamic HTOL.

EB6,E7, F1, F Defect Screening Test methodologies are constantly evolving under the Continuous Improvement initiatives. Testing and Characterization can include, but may not be limited to the AEC cited methodologies







Page 1 of 1 AEC Q100 IC Device Semiconductor Component Qualification Summary AEC Q100 Rev H 9/2014
Supplier: ON Semiconductor Customer PN:
Supplier PN: NCV33074ADR2G General Specification: .
PP Single Supply 3.0V to 44V p ON: Semicondusctor™
Product Description: Operational Amplifiers AEC Grade: Grade 1 (-40°C to +125°C)
Supplier Fab info: CZ4, Bipolar Reliability Qualification Date: 2021
ON Seremban (Philippines), SOIC
Assy info: 14 COPPER PB FREE H Family Type:
Reason for Qual: 6" to 8" wafer size transfer 069241
Hesults
Test # Test Conditions Reference Comments # Lots S.S. Fail/Total Comments/ Test Results
Test Group A- Accelerated Environment Stress Tests
Performed on surface mount devices prior 10
PC Al Preconditioning: (Test @Rm) SMD only; Moist. Precond. [JESD22 A113 J-STD-020 THB/HAST, AC/UHAST & TC 3 77 MSL= 1 @ 260 °C
[Temp Hum Bias: (Test @R/H) 85°C/85% RH for
THB A2 1000hrs. JESD22 A101 3 77 covered by HAST
ighly Accelerated Stress Test: (Test @R/H)
HAST [ A2 [130°C/85% RH , ~18.8 psig ., for 96hrs. JESD22 A110 NCV33074DR2G (073576) 3 80 0/240 |Pass
Autoclave: (Test o ~ or
AC A3 [96hrs JESD22 A102 NCV33074DR2G (073576) 3 80 0/240 |Pass
Unbiased Highly Accelerated Stress Test: (Test @R/H)
UHAST| A3 [130°C/85% RH, ~ 18.8 psig, no bias for 96hrs. & 192hrs.|JESD22 A118 3 80 covered by AC
Temp Cycle: (Test @H) -65°C 10+150°C; for 1000
TC A4 |cycles JESD22 A104 NCV33074ADR2G (069241) 3 80 0/240 |Pass
Power Temp Cycle: (Test @H) -40°C 0+125°C; for
PTC A5 (1000 cycles JESD22 A105 1 45 waived (power dissipation below 1W)
High Tem I Life (T R/H) TA= 150°C for
HTSL| A6 [1o00memmasoramre O A IO ee Ao NCV33074DR2G (073576) 3 80 0240 [Pass
Test Group B- A LifeTime Si Tests
High Temp Op Life: (Test @ R/H/C) TA=85°C for 1008
HoL| Bt e ssoteme e JESD22 A108 NCV33074ADR2G (069241) 3 80 0/240 _ [Pass, Vin- 44V
ELFR| B2  |Eary Life Fail Raite: (Test @R/H) TA= 125°C for 48hrs |AEC-Q100-008 NCV3S0T4ADRIG (069241) 3 800 0/2400 |Pass, Vin= 44V
NVM Endurance, Data Retention, and Operational Life:
EDR B3 (Test @R/H) AEC Q100-005 For Nonvolatile Memory Devices only 3 77
[Test Group C- Package Assembly integrity Test

WBS | C1  |wire Bond Shear Test: Cpk >1.67 AEC-Q100-001 NCV33074ADR2G (069241) 30 bonds | 5 parts 0/30 [Cpk>1.67

WBP C2  |Wire Bond Pull: Cpk>1.67 Mil-Std-883 Meth 2011 NCV33074ADR2G (069241) 30 bonds | 5 parts 0/30 |Cpk>1.67
SD C3  [Solderability J-STD-0020r JESD22 B102 In-line data per control plan 2 15 0/30 Pass
PD C4 Physical Dimension: Critical Cpk>1.67 [JESD22 B100,B108 In-line data per control plan 30 bonds | 5 parts 0/5 Cpk>1.67

SBS C5 Solder Ball Shear: 2X IR 220C AEC-Q100-010 For Solder Ball Devices only -- -- --

LI Cé Lead Integrity, Through-hole only JESD22 B105 For Through Hole Devices only -- - -
Test Group D- Die Fab Reliability Tests
EM D1 Electromigration JPOO1 Reporting per JP-001 - - - Pass

TDDB D2 |Time Dependent Dielectric Breakdown JPOOT Reporting per JP-001 - - - Pass
HCI D3 |Hot Carrier Injection JP0OT Reporting per JP-001 - = . Pass

NBTI D4 [Negative Bias Temperature Instability JPOOT Reporting per JP-001 - - - |[Pass
SM D5 Stress Migration JPOO1 Reporting per JP-001 - - - Pass

Test Group E- Electrical Verification
TEST E1 Pre and Post Stress Electrical Test User/Supplier Spec All All
Electrostatic Dischange, Human Body Model/ Machine 3V level
HBM | E2 Modglz (Test @R, Hi AEC-Q100-002 NCV33074ADR2G 1 model >>>  |HBM passed 2.2kV
Electrostatic Dischange, Charge Device Model: (Test @

CDM E3 R/H) AEC-Q100-011 NCV33074ADR2G 1 3 >>> |CDM passed 1kV
LU E4 Latch-up: (Test @R, H) [AEC-Q100-004 NCV33074ADR2G 1 [ >>> +/- 100 mA, LU Class I per EIA/JJESD-78 LATCH-UP
ED E5 Elect. Distribution: (Test @ C/ R/ H) AEC-Q100-009 NCV33074ADR2G 3 30 >>> Cpk>1.67
FG E6 Fault Grading [AEC-Q100-007 - - >>> note

CHAR E7 Characterization [AEC Q003 - - >>>  [note

EMC E9 Electromagnetic Compatibility SAE J1752/3 - - - waived
SC E10 Short Circuit Characterization AEC-Q100-012 1 1 >>> none

SER E11 Soft Error Rate JESD89 For Smart Power Devices only - - -

LF E12 Lead (Pb) Frree AEC A005 For Memory Devices w>1Mbit only - - ==
Test Group F-Defect Screening Tests
PAT F1 Process Average Testing [AEC Q001 Al Al >>> note
[ SBA F2 Statistical Bin/Yield Analysis [AEC Q002 All All >>> note
Test Group G- Cavity Package Integrity Tests

TEST User/Supplier Spec
MS G1 Mechanical Shock JESD22 B104 For Ceramic Package Devices only 1 15 NA

VFV G2 Variable Frequency Vibration JESD22 B103 For Ceramic Package Devices only 1 15 NA
CA G3 Constant Acceleration MIL 883 Method 2001 For Ceramic Package Devices only 1 15 NA

GFL G4 Gross/Fine Leak MIL 883 Method 1014 For Ceramic Package Devices only T 15 NA

DROP GS Package Drop For Ceramic Package Devices only 1 5 NA
LT G6 Lid Torque MIL 883 Method 2024 For Ceramic Package Devices only 1 5 NA
DS G7 Die Shear MIL 883 Method 2019 For Ceramic Package Devices only 1 5 NA
WV G8 Internal Water Vapor MIL 883 Method 1018 For Ceramic Package Devices only i] 3 NA

NOTES:
PTC A5 ON Semi does not rely on this test. PTC does not accelerate any exclusive failure mechanisms in analog IC products that can not be also accelerated by TC, SC, temp-dynamic HTOL.

E6,E7, F1, f Defect Screening Test methodologies are constantly evolving under the Continuous Improvement initiatives. Testing and Characterization can include, but may not be limited to the AEC cited methodologies






